
 
 - 1 - 

DIN EN 12697-54:2020-02 (E) 
 
 
Bituminous mixtures - Test method s - Part 54: Curing of specimen for test of 
mixtures with bitumen emulsion 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Apparatus  ........................................................................................................................................ 5 
5.1 Climatic chamber or ventilated oven  ........................................................................................... 5 
5.2 Perforated boxes  ............................................................................................................................ 5 
 
6 Curing nomenclature  ..................................................................................................................... 6 
6.1 General  ............................................................................................................................................ 6 
6.2 Protocols  ......................................................................................................................................... 7 
 
7 Procedure  ........................................................................................................................................ 8 
7.1 General  ............................................................................................................................................ 8 
7.2 Uncompacted mixtures .................................................................................................................. 8 
7.3 Compacted specimen  .................................................................................................................... 8 
7.3.1 Unconfined specimens  .................................................................................................................. 8 
7.3.2 Confined specimens  ...................................................................................................................... 8 
 
8 Test report  ....................................................................................................................................... 9 
 
Annex A (informative) Sampling and preparation of samples  .................................................................. 10 
 
Annex B (informative) European experiences ............................................................................................ 12 
 
Bibliography  ................................................................................................................................................... 15 
 


		2024-05-20T11:53:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




