DIN EN 12697-54:2020-02 (E)

Bituminous mixtures - Test method s - Part 54: Curing of specimen for test of
mixtures with bitumen emulsion

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
1 S o o o - S S 4
2 NOIrmative refereNCEeS ... s mn e e e s s e smne e e e e e s nmnmnnnns 4
3 Terms and definitioNs ... s 4
4 T T 1o S 5
5 /Y o 0T T -1 U 5
5.1 Climatic chamber or ventilated OVEN ... e 5
5.2 =Y g o] = 1 =T o [N T = 5
6 OB 4] 4V T4 Lo 4 T=1 o T2 F= L PN 6
6.1 7= T - N 6
6.2 g o Y o o 1 NS 7
7 o o= LT - S 8
71 7= T - N 8
7.2 Uncompacted MIXEUIES ......cccccciiiiiiiiiiiiiiis s s s ssssssssssssssss s s ssssssssss s s s s ssssss s e s s s s s s s s e ssssssssesessesssssssssnees 8
7.3 Compacted SPECIMEN ......coiiiiiciiciiier s csseeee e s s ssssnr e e e s e s s s s sssms e e e e e e s s s sanmneeeeeeasasssnnnneenesanssnnnn 8
7.31 Unconfined SPECIMENS .........eeiiiiiii e ser e e s s smn e e e e e e s s s s smn e e e e e e e s e nmnn e e e e e s s snnnnnnnes 8
7.3.2 ConfiNed SPECIMENS .....coiiiiiiiiccccecrre e sss e e e e e e s s s s sssme e e e e e e s s e snmn s e e e e eesassmnnneenesnnnnnnnn 8
8 IS5 A =Y Yo S 9
Annex A (informative) Sampling and preparation of samples .........cccccmiiiiiciniicc 10
Annex B (informative) European eXperi€nCes .......ccccoveriiiimmniiissnnssssss s s s sase s 12
[ T] o [T - o )/ 15



		2026-06-20T18:17:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




