DIN EN 12697-40:2020-05 (E)

Bituminous mixtures - Test methods - Part 40: In situ drainability

Contents Page
EUropean fOr@WOId ......... ... es e ms e e e e e s e e mmn e e e e e s aa e ammnn e e e e s sa s nmnn e e e eeaaas 3
1 S o o o - 4
2 NOIrmMative refEreNCEeS ...t ser e s sms e e e s s s s smn e e e e e e e s e nmnn e e e e eassssnnnnnnnns 4
3 Terms and definitioNS ... s s e s e e s e nmnn e e e e e aaan 4
4 T T3 o =SSP 5
5 Y 0 o T = 1 0 =N 5
51 =Y 4 L= =T 1= = P 5
5.2 Standing board ... ——————————————————— 7
5.3 85 o o117 1o o 7
54 TREIMMOMELET ... s s s s s s s s s s s s s ssssssssnsssnsnssnsnsssnnnnnnnnnnnnn 7
5.5 WALEK ... s s nneeesssnrarrrrrrrrrrnrnrrnnnnnnn 7
6 [ o= o [ 7
6.1 L0 111 o - 1o o OSSN 7
6.2 I Yo% 11 T 4 -SSP 7
6.3 Measurement at each 10Cation ... —————— 8
7 (021 LodT ] F- 1 oY o TR N 8
8 =Y o T ] o S 9
9 [ (= o7 1= 1o o 9
Annex A (normative) Apparatus calibration ... 10
A1 7Y o ] [T o o SR 10
A.2 Volume calibration ... s s nnn s 10
A3 Series resistance timMe, I' ... nnnannnannn 10
A4 Parallel Ieakage time ... 10
[ T] o [T - o )/ 12



		2024-05-17T17:41:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




