
 
 - 1 -

ISO 20290-2:2019-11 (E) 
 
 
Aggregates for concr ete - Test methods for mechanical and physical properties - 
Part 2: Method for d etermination of resistance to fragmentation by Los Angeles Test 
(LA-Test) 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Sampling  ......................................................................................................................................... 2 
 
5 Apparatus  ........................................................................................................................................ 2 
 
6 Determination of resistance to fragmentation by the Los Angeles test method  .................... 3 
6.1 Principle  .......................................................................................................................................... 3 
6.2 Preparation of test portion  ............................................................................................................ 3 
6.3 Test procedure  ............................................................................................................................... 4 
6.4 Calculation and expression of results  ......................................................................................... 4 
6.5 Test report  ....................................................................................................................................... 4 
 
Annex A (normative) Determination of the resistance to fragmentation of aggregates for larger size 

aggregates  ...................................................................................................................................... 5 
 
Annex B (normative)AlternativenarrowrangeclassificationsfortheLosAngelestest  ................................ 6 
 


		2026-06-19T18:47:47+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




