ISO 20290-4:2019-11 (E)

Aggregates for concrete - Test methods for mechanical and physical properties -
Part 4: Determination of ten percent fines value (TFV)

Contents Page
0T =T o iv
1 5 o o o - SRS 1
2 NOIrmMative refEreNCEeS ... s s s mn e e e s s e nmmr e e e e e s s nmnmnnnns 1
3 Terms and definitioNs ... e 1
4 T T 1o S 2
5 RS =T 0] o] 11 4T R Y 2
6 Y o o 2= 1 - 1 {0 SR 2
6.1 L€T=1 0T I T o o Y- 1 - |0 T S SPN 2
6.2 X Lo [ TeT 0 P11 o o T= 1 - 10 - PSP 4
7 Preparation of test portions and specimens ... ——— 4
71 TSt POrtiONS ... ———— 4
7.2 Test specimens in a dry condition ..........cccciiiiii e ——— 5
7.3 Test specimens in a soaked cONAitioN ... 5
8 o T o= LT - S 6
8.1 Aggregates in dry coNdition ... —————————————— 6
8.2 Aggregates in a soaked CONAItiON .......cccceiiiiicccciciir e 7
9 Calculations and expression of reSUlts .........cccooccccciiiiiii s e anes 7
10 B I3 0 =] oo 7

Annex A (informative) Recommended method for determining the ten per cent fines value for other

size fractions of aggregate ..o ————————



		2026-06-13T04:55:37+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




