DIN EN 12697-42:2021-03 (E)

Bituminous mixtures - Test methods - Part 42: Amount of foreign matter in reclaimed
asphalt

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
1 5 o o o - SRS 5
2 NOrmMative referenCes ... 5
3 Terms and definitions ..o ————————— 5
4 T T 1o S 6
5 /Y o 0T T -1 U 6
6 Preparation of the SAMPIe ...t s 6
7 o 0T o7= o 11 - N 6
8 EXpression of results ... —————— 7
9 IS5 =1 Yo 7
10 PreciSion data .........cccceeiemiismiriss s 8
Annex A (informative) Amount of finer foreign matter ..o 9



		2026-05-13T21:00:23+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




