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Surfaces for sports areas - Test method for the determination of the residual 
deformation of synthetic or organic infill granules after static load 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Safety  ............................................................................................................................................... 4 
 
5 Method  ............................................................................................................................................. 5 
5.1 Test equipment  ............................................................................................................................... 5 
5.2 Test samples  ................................................................................................................................... 5 
5.3 Conditioning  ................................................................................................................................... 5 
5.4 Test procedure  ............................................................................................................................... 6 
 
6 Calculation and expression of results  ......................................................................................... 7 
 
7 Test report  ....................................................................................................................................... 7 
 


		2026-04-30T20:03:50+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




