
 
 - 1 -

DIN EN 13888-2:2022-11 (E) 
 
 
Grouts for ceramic tiles - Part 2: Test methods 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Sampling  ......................................................................................................................................... 4 
 
5 Test conditions  ............................................................................................................................... 5 
 
6 Test materials  ................................................................................................................................. 5 
 
7 Mixing of grouts  ............................................................................................................................. 5 
 
8 Test report  ....................................................................................................................................... 6 
 
9 Test methods  .................................................................................................................................. 6 
9.1 Determination of flexural and compressive strength  ................................................................. 6 
9.2 Determination of water absorption  ............................................................................................. 10 
9.3 Determination of shrinkage  ......................................................................................................... 12 
9.4 Determination of resistance to abrasion  ................................................................................... 16 
9.5 Determination of chemical resistance  ....................................................................................... 20 
 
Bibliography  ................................................................................................................................................... 24 
 


		2024-04-28T15:38:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




