DIN EN 13863-6:2024-05 (E)

Concrete pavements - Part 6: Test method for the determination of the tensile
strength of concrete on cylindrical discs

Contents Page
EUropean fOr@WORId ............ueiiiiiiiiicccnier s ss s sssne e e e s s s s s s s ssn e e e e e e s e s s sms e e e e eesea s smnneeeeessasssssnnnneenessasssssnnnnnnnnsnnn 3
1 £ o o o - OSSR 4
2 NOIrMAtiVe refErEeNCES .......ooo i e e mmn e 4
3 Terms and definitions and Symbols ... —— 4
31 Terms and definitioNs ... 4
3.2 SYMDOIS . e an 5
4 T T 1o =S 5
5 /Y o 0T T -1 U 6
5.1 Apparatus for production of the test specimens ... 6
5.2 o = =Y o 1B T'o T3 1Y o | 6
6 B IS5 5 o1 o3 1 4 T o S S 8
6.1 =Y =T | 8
6.2 Sampling/production, preparation and storage of test specimens .........ccccccmiiiiiiiccciiccnnnnenn, 8
6.2.1 Separately manufactured test SPeCimMeNs ... ———————— 8
6.2.2 Test specimens mMade Of COIeS ... s 8
7 o T o= LT S 9
8 Calculation and presentation of the test result ..o s 9
8.1 TESE FESUIL ... e 9
8.2 =Y o = o o 9
9 =Y o o ] o SR 10
Annex A (informative) Typical fracture patterns ..........cccooriiircicc e ———— 12



		2026-06-21T19:37:53+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




