Ul & W N

9
10

Annex A (informative) Application of elastic modulus of ceramic tiles

Annex B (informative) Preparation of test specimens for elastic modulus tests

ISO 10545-23:2025-07 (E)

Ceramic tiles - Part 23: Determination of elastic modulus for glazed and unglazed
ceramic tiles, substrate and glaze layer
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