DIN EN 480-14:2007-03 (E)

Admixtures for concrete, mortar and grout - Test methods - Part 14: Determinat ion of
the effect on corrosion susceptibility of reinforcing steel by potentiostatic electro-
chemical test

Contents Page
[ 0T, o T o 3
1 £ T o - P 4
2 NOrMative referenCes ... ———————————— 4
3 L= 3 o1 o1 - 4
4 Equipment, materials and test SPECIMENS ... ———— 5
4.1 Equipment and materials ... 5
411 L= o oo 1= 5
4.1.2 L2111 =1 3T o7 =30 4 Lo o - | PP 5
41.3 1 o T 1] [ PP 5
414 Test Cell SOIULION ... s s s s s s s s s s nnnsnnnsnnnnnnnnnnnnn 5
41.5 Polarisation CirCUIt ... 5
4.2 Preparation of test SPECIMENS ... 6
4.21 (€T 3= - | PPt 6
4.2.2 Preparation of the working electrode ... 6
4.2.3 Preparation of the mortar SPECIMENS ... e e 6
5 =553 T 6
5.1 Preparation for teSting ... e 6
5.2 L= A e =T LU 7
5.3 TESEIESUIL ... s s s s s s s s s s s s s s s s s s s s sssnsssssssssssssssssnnsnsnsnnnsnnnnnnnnnnnnn 7
6 =53 0 =Y o T o 7
BibliOGrapRy ....ceeeeiiciii i —— 10



		2026-07-09T22:29:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




