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DIN EN 12431:2007-06 (E) 
 
 
Thermal insulating products for building applications - Determination of thickness 
for floating floor insulating products (includes Amendment A 1:2006) 
 
 
Contents            Page 
 
 
1 Scope ...............................................................................................................................................3 
 
2 Normative references ....................................................................................................................3 
 
3 Definitions .......................................................................................................................................4 
 
4 Principle ..........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................4 
 
6 Test specimens ..............................................................................................................................5 
6.1 Dimensions of test specimens .....................................................................................................5 
6.2 Number of test specimens ............................................................................................................5 
6.3 Preparation of the test specimens ...............................................................................................5 
6.4 Conditioning of test specimens ....................................................................................................5 
 
7 Procedure ........................................................................................................................................5 
7.1 Test conditions ...............................................................................................................................5 
7.2 Test procedure ...............................................................................................................................6 
7.2.1 General ............................................................................................................................................6 
7.2.2 Thickness, dL .................................................................................................................................6 
7.2.3 Thicknesses dF and dB .................................................................................................................6 
 
8 Calculation and expression of results .........................................................................................7 
 
9 Accuracy of measurement ............................................................................................................7 
 
10 Test report .......................................................................................................................................7 
 


		2026-06-14T23:20:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




