DIN EN 1670:2007-06 (E)

Building hardware - Corrosion resistance - Requirements and test methods

Contents Page
0T =T o 3
L Yo 11T T o 4
1 T o - 5
2 NOIrMAtive refErEeNCES ... s n e mnn e s 5
3 Terms and definitioNs ... 6
4 L0 F= ToT =Y 1T 1T 6
5 L= o LT =Y 4 =T o 6
5.1 (= T - S 6
5.2 General test reqUIreMENtS ... ..o e 6
5.3 Functional acceptance condition ............oo i ——— 7
5.4 Appearance acceptance CONAition ... 7
5.41 7= o 1= | 7
5.4.2 Degree Of FUST ... ms e e e s sa s ame e e e e e s e s s nmnn e e e e e s an s nneeeeesannsnnnnnnnnnns 7
5.4.3 (DT =TI o3 ] 13 =T 4 | 3V S 7
6 Test CONAILIONS ....coiiiiirr s r e 7
6.1 L= =T - T I oo g Vo 11T o o 1= 7
6.2 Treatment following the corrosion test .........cccc i ——————— 8
7 T 1] ' 8
Annex A (informative) Examples of service conditions for which the various grades of corrosion
resistance are apPropriate ... 9
=1 o7 [T Yo | = T o 17/ 10



		2024-04-25T21:30:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




