DIN 1653:2021-12 (E)

Surface finish of steel wires - Designations and abbreviations thereof
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Table 1 — Surfaces obtained by drawing without any post-treatment........c.ccounnsrsssssmsssssssssssssnnns

Table 2 — Surfaces obtained by drawing and mechanical post-treatment ..o

Table 3 — Surfaces with metallic cOatings..........couomiiirsssssn.

Table 4 — Surfaces with non-metallic coOatings..........counnmsmmsmsmnnsmsssmscmsssan:

Table 5 — Surfaces resulting from a heat treatment with or without post-treatment
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