ISO 4823:2000-12 (E)

Dentistry - Elastomeric impression materials

Contents Page
0T =T o iv
1 £ T o - 1
2 Normative referenCes ... 1
3 Terms and definitioNs ... 1
4 L0 F= TSy 1T 1T 2
5 Biocompatibility adViSOry ... 3
6 Requirements for characteristics and properties ... 3
6.1 (00T 0T T T4 =T o 1 oo [ 1] S 3
6.2 Mixing time (hand-spatulated or hand-kneaded mixes) ........cccccvmminisirmnnnin e 3
6.3 WOrKING tIME oot 3
6.4 Compatibility With gYPSUM ......coiiii e ——— 3
7 £ =T 1] o115 T PSS 4
8 Test Methods - GENETAL ........ccccoiiiiirire e me e e e s 4
8.1 LI 1o T =1 Lo VA o oY g Lo T 4T o = 4
8.2 Apparatus function verification .........cccccmiiiiiccccii e ——————————— 4
8.3 Material manipulation and specimen preparation ... ——— 4
8.4 Pass/fail determinations ... 4
8.5 EXpression of test reSuUlts ... 5
9 Test Methods == SPECIFIiC ..o e 5
9.1 MiXing-time test ... ————————————— 5
9.2 L0 oY 0 T3 1 =T s = PSS 5
9.3 WOrKing-time teSt ...... ..o s s s n s nsnsn s s snsnsnsnsnnnnn 7
9.4 Detail reproduction test ... ————————— 8
9.5 Linear dimensional change test ... ——— 9
9.6 Test for compatibility With gypsSumM .........eee e 1
9.7 Elastic recovery test ... ————————— 12
9.8 Strain-in-compression test ... ———— 14
10 Requirements for information in manufacturer's instructions ..., 15
10.1 7= 0T - 15
10.2 Identifying information ... ———————— 15
10.3 Specific INSIrUCHIONS FOr USE ... s nmn e e e e amnns 15
1 Requirements for packaging and labelling .........cccoccmmmmiiiccccccrir e e 16
111 Packaging reqUIremMents ... s s s s s ss s s ss s s s s s s ss s s s s s s s s nnnssnenenssssnans 16
11.2 Labelling reqUIreMENts ... s s s s s s s s s s s s s s s ssss s s s s ssssssssssssssssssnsssssssssssnsnsnss 17
Annex A (informative) Working-time test instrument components -- Possible sources .........c..cccuueeen. 32
271 o] Lo = T o T/ 33



		2024-05-14T23:10:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




