
 
 - 1 -

ISO 10139-1:2005-02 (E) 
 
 
Dentistry - Soft lining materials for removable dentures - Part 1: Materials for short-
term use 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
Introduction ......................................................................................................................................................v 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Classification ..................................................................................................................................1 
4.1 Types ...............................................................................................................................................1 
4.2 Classes ............................................................................................................................................2 
 
5 Requirements .................................................................................................................................2 
5.1 Development of elastic recovery ..................................................................................................2 
5.2 Change in compliance with age as measured by depth of penetration ...................................2 
 
6 Sampling .........................................................................................................................................3 
 
7 Test methods ..................................................................................................................................3 
7.1 Ambient conditions for testing .....................................................................................................3 
7.2 Measurement of elastic recovery .................................................................................................3 
7.3 Test of compliance as measured by depth of penetration ........................................................5 
 
8 Requirement for labelling, marking and instructions supplied by the manufacturer .............8 
8.1 Packaging .......................................................................................................................................8 
8.2 Marking ............................................................................................................................................8 
8.3 Manufacturer's instructions for use .............................................................................................9 
 
Bibliography ...................................................................................................................................................10 
 


		2026-05-20T06:04:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




