ISO 16253:2007-10 (E)

Watch-cases and accessories - Vapour phase deposited coatings

Contents Page
0T =310 o iv
11 o T W T o2 4 ' o PR \'
1 T o - 1

2 NOIrMAtive refErEeNCES ... s n e mnn e s 1

3 Terms and definitioNs ... 2
4 Yo [T =Y .4 L= o 2
4.1 L0 0T 1 ' 2
4.2 Base material, processes and CoOatings ...........cccoririiiiiiicinir e 3
4.3 0T =T - - 3
5 TesSt MELNOAS ...t sssssssssssssssssnsssssssnsnnnnsnnnnnnnnnnnnn 3
5.1 =TS K== T 1T o1 =T 3
5.2 ViSUQI INSPECLION ... s 3
5.3 Thickness MeasSUremMENt ... s e msn e e e e s s aan 3
5.4 AdheSioN teST ... —————— 4
5.5 Corrosion resistance test ... 4
5.6 Hardness test ... ——————— 4
5.7 Wear resistance tests ... ——————— 4
5.8 Measurement Of COIOUN ... e e e e e an 4
6 Identification and marking on the product ..o ———— 5
6.1 IdentifiCation ... ————————————— 5
6.2 Marking on the Product ... —————————— 6
Annex A (normative) Visual inspection of vapour phase deposited coatings ......ccccccccvveecccecrrneniniccccnns 7
Annex B (informative) Base material, process and coatings ........c..ccccvvmmmriminiiccscsssscesen s ssssereeeeessnenns 8
Annex C (normative) Evaluation of adhesion strength using the scratch test ............cccooiimiiniiccccceees 9
271 o] Lo = T o Y/ 1



		2026-04-23T06:44:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




