
 

 - 1 -

ISO 11427:2014-11 (E) 
 
 
Jewellery - Determination of silver in silver jewellery alloys - Volumetric 
(potentiometric) method using potassium bromide 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Principle  .......................................................................................................................................... 1 
 
4 Reagents  ......................................................................................................................................... 1 
 
5 Apparatus  ........................................................................................................................................ 2 
 
6 Sampling  ......................................................................................................................................... 2 
 
7 Procedure  ........................................................................................................................................ 2 
7.1 Determination of potassium bromide factor  ............................................................................... 2 
7.2 Determination  ................................................................................................................................. 3 
 
8 Calculation and expression of results  ......................................................................................... 3 
8.1 Calculation  ...................................................................................................................................... 3 
8.2 Repeatability  ................................................................................................................................... 3 
 
9 Test report  ....................................................................................................................................... 4 
 
Bibliography  ..................................................................................................................................................... 5 
 


		2024-05-16T03:10:01+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




