
 

 - 1 -

ISO 15093:2015-02 (E) 
 
 
Jewellery - Determination of precious metals in 999 0/00 gold, platinum and 
palladium jewellery alloys - Di fference method using ICP-OES 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Principle  .......................................................................................................................................... 1 
 
4 Sampling  ......................................................................................................................................... 1 
 
5 Reagents  ......................................................................................................................................... 1 
 
6 Apparatus  ........................................................................................................................................ 2 
 
7 Procedure  ........................................................................................................................................ 2 
7.1 Sample solution  .............................................................................................................................. 2 
7.2 Calibration solutions  ...................................................................................................................... 2 
7.3 Measurement  .................................................................................................................................. 2 
 
8 Calculation and expression of the test results  ........................................................................... 3 
8.1 Calibration curves  .......................................................................................................................... 3 
8.2 Calculation  ...................................................................................................................................... 3 
8.3 Repeatability  ................................................................................................................................... 3 
 
9 Test report  ....................................................................................................................................... 3 
 
Annex A (normative) Wavelengths  ................................................................................................................ 5 
 
Bibliography  ..................................................................................................................................................... 7 
 


		2026-06-14T23:21:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




