DIN EN ISO 13402:2025-07 (E)

Surgical and dental hand instruments - Determination of resistance against
autoclaving, corrosion and thermal exposure (ISO 13402:2025)

Contents Page
FOT@WOTM.......... ettt iv
IIIETOAUICTION . ...t \%
1 SCOPI ...k 1
2 Normative references
3 Terms and definitions
4 T@STIMEEROMS ........ et
4.1 [0T<) 1<) = OO OO
4.2 Sampling plan ...
4.3 Overview of test methods and applicability
5 T@ST T@POT T ... 2
Annex A (normative) Boiling test in deionizZed Water ... 4
Annex B (normative) Boiling testin 0,9 % NaCl SOIUION. ... 6
Annex C (normative) Copper sulfate test for steels with equal or greater than 16 % chromium............ 8
Annex D (normative) Copper sulfate test for martensitic steels with less than 16 % chromium........... 10
Annex E (informative) Testin 0,3 % sodium chloride solution of austenitic steels...............cc 12

Annex F (informative) Test with citric acid solution for austenitic steels..

Annex G (informative) TREIMAL EEST................oooiiicsss s
Annex H (informative) AUTOCIAVE TEST ... 17
BIDLEOZIAPIY ...t 18



		2026-04-27T16:22:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




