
 
 - 1 -

ISO 14368-3:2003-08 (E) 
 
 
Mineral and sapphire watch-glasses - Part 3: Qualitative criteria and test methods 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Symbols ..........................................................................................................................................2 
 
5 Criteria .............................................................................................................................................3 
 
6 Test under static load ....................................................................................................................5 
 
7 Measuring surface stress ..............................................................................................................6 
 
Annex A (informative) Method of checking the appearance .......................................................................8 
 


		2026-06-24T18:04:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




