DIN EN ISO 20088-2:2020-09 (E)

Determination of the resistance to cryogenic spill of insulation materials - Part 2 :
Vapour exposure (ISO 20088-2:2020)

Contents Page
EUTOP@AN FOT@WOTM ...ttt 3
FOT@WOTM ... 4
IIETOAUICEIONN.......c.oo st 5
SCOPIC ... 6
2 INOTINATIVE TEECT@IICES .........occcccooevieiee sttt 6
3 Terms aNd AEFIMTEIOIIS ...t 6
4 TESE COMFIGUIATIONIS ... 7
5 Construction of the test apparatus and SUDSEIAES...............oooeeseesssesssisss s 7
5.1 APPATATUS oo

5.2 Materials and tolerances...

5.3 Release nozzle.........cc,
5.3.1  Nozzle construction ...
5.3.2  Nozzle position.........
5.4 TeSt aSSEMDIY SUPPOTTES ..ot
5.5 Test specimen and recirculation Chamber ... 9
6 Cryogenic spill protection Materials ... 10
6.1 General.....eee
6.2 Wet applied coating systems....
6.3 Preformed system testing.............
7 Instrumentation for te@St SPECIMMEIIS ... 11
7.1 7 1 T=) - O 11
7.2 ThermoCOUPIE IOCATION ...t 11
8 TEST @NVITOTUTICIIE ........oooooiii e 12
9 TESE PIOCEAUIE...........ccooo et 12
10 Repeatability and reproducibBility ... 13
11 Uncertainty of measurement
12 Testreport........,
13 Practical applications Of t€St FeSUIES ...
1S 700 R 1Y 1) = OO OO
13.2  Performance criteria..
T3.2.1  GEIMETAL oot
13.2.2 Coatings and spray-applied materials — Substrate temperature
13.2.3  Systems and asSEMDBIIES ...
13.3  Factors affecting the validity of the test
T3.30T GOIIETAL e
13.3.2 FaIlUIE @ NOZZIE ..ot
13.3.3 Failure of thermoCOUPIES..........cco e
Annex A (normative) Methods for fixing thermocouples ... 17
Annex B (informative) ClaSSIfICATION...............ccciiiiiiiiiiii st 18
BIDIHOGTAPIY ... 20



		2026-06-23T15:52:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




