DIN EN 13480-5 Berichtigung 2:2016-10 (E)

Metallic

industrial piping - Part 5: Inspection and testing; German version EN 13480-

5:2012, Corrigendum 2 to DIN EN 13 480-5:2014-12

Contents Page
] =Y T o o 4
1 8T o o1 6
2 Normative referenCes ... 6
3 Terms and definitions ... 7
4 Symbols and abbreviations ... e 7
5 Determination of inspection and testing requirements ........cccccciiccciimr e ——— 8
5.1 7= o = - | 8
5.2 Classification of PIPING ....ccoiiiccciiiiii s smn e e e s s s snn e e e e e snn e nnnn 8
6 I TS T T =T 8
7 In process inspection and testing ... ———— 1
71 = T - | 1
7.2 Materials and formed pressure retaining Parts ...........ooccoioiniiccci e 1
7.21 =Y o = - | 11
7.2.2 Verification of material ... s 11
7.2.3 Verification of formed pressure retaining parts ...........ccccocceriiiiiicccccscerir e e 12
7.24 Non-destructive testing of formed parts ..........cccccccmiiiiiicccccsrr e 12
7.2.5 Destructive testing of formed parts ... ——————————— 12
7.3 L= e 11 T 13
7.31 Review of welding documents ... ——————— 13
7.3.2 Inspection before welding ... ———————— 13
7.3.3 Testing and inspection during wWelding ........ccccciiiiiin e —————— 13
7.3.4 Inspection after Welding ... —————— 14
7.3.5 Inspection of built Up PIPe eNAS ... ——— 14
74 Heat treatment ... ———— 14
8 Non-destructive testing of Welds ..o e 14
8.1 2N o ] [T e= Yo 0 To 3 A 1 0 R 14
8.1.1 7= o 1= - | 14
8.1.2 Examination of weld quality by sample inspection ..........ccccomiiiicccicrinn e 15
8.1.3 Imperfections revealed by sample inSpection ..........cccciiiiniiic e —— 15
8.2 Circumferential butt, branch, fillet and seal welds ... 17
8.21 Extent of teSting ......cooviciiii i ——————— 17
8.2.2 Dissimilar metal JOINts ..o ——————— 19
8.2.3 LI T LT T o - e L 19
8.3 Longitudinal Welds ..........oo i 19
8.4 Testing Methods ... e 19
8.4.1 =Y o = - | 19
8.4.2 LT = 1 T Lo 19
8.4.3 Personnel qualification ... e 23
8.4.4 Selection of NDT methods and testing techniques .......cccccoo e 24
8.5 = oo o (= 24
8.6 L =T o I =Y o T- 11 £ 24
9 Final assessment and documentation ... 25



9.1 €= 0 = - 1 25

9.2 Final INSPECHION ... e mmn e 25
9.21 L= o 1= - | S 25
9.2.2 Visual inspection before the proof test ... e 25
9.2.3 Visual inspection after the proof test ... 25
DIN EN 13480-5 Cor. 2:2016-10 EN 13480-5:2012 (E) Issue 5 (2016-07) 9.2.4 Review of the
manufacturing doOCUMENTS ... s e e s amnn e e e e e se s snmnnn e e neennnan 26
9.3 g o Yo 8 =T 26
9.3.1 L= 0 1= o | 26
9.3.2 Hydrostatic pressure test ... —————————— 26
9.3.3 Pneumatic Pressure test ... s 29
9.34 L0 1 1= o =] = 30
9.3.5 Documentation of the proof test ... ——— 30
94 D Lo T2 4 L= o = 1o o 31
9.4.1 Final documentation package ... 31
9.4.2 Design and manufacturing documentation package .........cccccceiiiiiccieerrennnnsscssssseee e 32
9.4.3 (0 oT= 1T g o [T 0 E3 4 T3 4T o =S 32
9.4.4 Documentation for the PUrCRASEr ... e nmenes 32
10 D 1Y o F= T = 1o 32
Annex A (informative) Declaration of compliance with EN 13480 ............ccociiiiiimiiniinness e 33
Annex Y (informative) History of EN 13480-5 ... s 34
Annex ZA (informative) Relationship between this European Standard and the Essential
Requirements of EU Directive 2014/68/EU aimed to be covered ........cccccericciimmrerinnnccccsinnnens 35
271 oo [ =T ] 4 17/ P 35a



		2026-04-28T17:13:31+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




