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Health and safety in welding and allied processes - Laboratory method for sampling 
fume and gases - Part 2: Determination of the emission rates of carbon monoxide 
(CO), carbon dioxide (CO<(Index)2>), nitrogen monoxid e (NO) and nitrogen dioxide 
(NO<(Index)2>) during arc welding, cutting and gouging (ISO 15011-2:2009) 
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