DIN EN 1708-1:2010-05 (E)

Welding - Basic welded joint details in steel - Part 1: Pressurized components

Contents Page
0T =T o 3
1 £ T o - 4
2 Normative referenCes ... 4
3 Yo [T =Y 4 L= o 4
31 Selection of detail ... 4
3.2 Joint preparation (geometry and SizZe) .......cccccceiiiiiccissceinrerniins s e 5
3.21 7= o 1= | 5
3.2.2 Joint preparation geOMELIY ... nnnn 5
3.23 LAY [ =Y = 5
3.3 Presentation ... e e s 5
3.4 Removal of internal sharp edges in branch bores .........ccccciiiriiiinnni e, 5
3.5 Preparation of holes in shell for set-through branches .........ccccooniiiinriinicee, 6
3.6 Welds for smooth transition ... 6
3.7 Oblique and tangential branches ..o ———— 6
Tables Table 1 -- Butt joints of different thiCkness ...........ccccvoiiiiiiiiccccsrrr e e 7
Table 2 -- Branches without compensation rNgS ........ccccciiiiiiiiiiiissss s nsmssene 1
Table 3 -- Branches with compensation rNGS ........cccuviiiiiiiiiiieiiicses s s e s msmsmnssssnnnns 23
Table 4 -- Sockets and COUPIINGS .....coccieiiiiiiniiirr e 25
TabIe 5 == FIANGES ...uueieiiiieiiiiiitr iR 27
Table 6 -- Jacketed VESSEIS ... e e e e s 31
Table 7 -- Tube to tube plate conNNEeCtioNn ... e e e nennne 42
Table 8 -- Flate end or tube plate to shell conNections ... 46
Table 9 -- Internal diaphragms and Separators ... e 53
Table 10 -- Supports and NON-PreSSUre PArtS ........cccciiiiiiiirresrirrririi e mss e e s e e s sssmnassesassas 54
Table 11 -- Special shell to head end coNNECLIONS ... s 61
JLIE= L o1 L= T e = [ ] Vo T =Y | 62
JLIE= L o1 L= T B o T o = e =1 - T [ 64
JLIE= L o] L= I T = Lo T T F= Vo 1= S 70



		2026-07-12T04:50:36+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




