
 

 - 1 -

ISO 14272:2016-03 (E) 
 
 
Resistance welding - Destructive testing of welds - Specimen dimensions and 
procedure for cross tension testing of resistance spot and embossed projection 
welds 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Test specimen  ................................................................................................................................ 1 
 
5 Test equipment and testing procedure  ........................................................................................ 3 
 
6 Test report  ....................................................................................................................................... 6 
 
Annex A (informative) Exploded view of a hydraulic clamping device  ..................................................... 8 
 
Bibliography  ................................................................................................................................................... 10 
 


		2026-06-22T20:22:23+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




