
 
 - 1 -

DIN EN ISO 13919-2:2021-06 (E) 
 
 
Electron and laser-beam welded joints - Requirements and recommendations on 
quality levels for imperfections - Part 2: Aluminium, magnesium and their alloys and 
pure copper (ISO 13919-2:2021) 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
Introduction  ...................................................................................................................................................... 5 
 
1 Scope  ............................................................................................................................................... 6 
 
2 Normative references ..................................................................................................................... 6 
 
3 Termsanddefinitions  ...................................................................................................................... 6 
 
4 Symbols and abbreviated terms  ................................................................................................... 7 
 
5 Evaluation of welds  ........................................................................................................................ 7 
 
Annex A (informative) Examples of determination of percentage (%) porosity  ..................................... 16 
 
Annex B (informative) Additional information for the use of this document  .......................................... 18 
 
Bibliography  ................................................................................................................................................... 19 
 


		2024-05-02T05:46:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




