DIN EN 12814-5:2026-02 (E)

Testing of welded joints of thermoplastics semi-finished products - Part 5:

Macroscopic examination

Contents

European foreword ..........cccccccerrrennneees
1 5T o7 o] o7 2R
2 Normative references ........
3 Terms and definitions .......
4 Principle of the test ...........
5 Purpose of the test ............
6 Cutting of test specimens
7 Test procedure ..................
71 (CT=T =T 7 | .
7.2 Test specimen preparation
7.3 Surface finish ........c.ccce......
8 Examination .........cccccviunees
9 Test report .....cccoecnerririnnees
Bibliography ........ccccoiiiiiiiiiinniiiees



		2026-06-11T06:06:59+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




