
 
 - 1 -

ISO/TR 16060:2003-10 (E) 
 
 
Destructive tests on welds in metallic materials - Etchants for macroscopic and 
microscopic examination 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 General ............................................................................................................................................1 
 
4 Etchants for carbon steels and low-alloy steels .........................................................................1 
 
5 Etchants for stainless steels .........................................................................................................1 
 
6 Etchants for nickel and nickel alloys ...........................................................................................2 
 
7 Etchants for titanium and titanium alloys ...................................................................................2 
 
8 Etchants for copper and copper alloys ........................................................................................2 
 
9 Etchants for aluminium and aluminium alloys ...........................................................................2 
 
10 Designation .....................................................................................................................................2 
 
Annex A (informative) Etchants for carbon steels and low-alloy steels ...................................................3 
 
Annex B (informative) Etchants for stainless steels .................................................................................10 
 
Annex C (informative) Etchants for nickel and nickel alloys ....................................................................16 
 
Annex D (informative) Etchants for titanium and titanium alloys ............................................................18 
 
Annex E (informative) Etchants for copper and copper alloys ................................................................20 
 
Annex F (informative) Etchants for aluminium and aluminium alloys ....................................................22 
 
Annex G (informative) List of etchants .......................................................................................................27 
 


		2026-07-07T00:37:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




