
 
 - 1 -

ISO 18279:2003-12 (E) 
 
 
Brazing - Imperfections in brazed joints 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................v 
 
Introduction .....................................................................................................................................................vi 
 
1 Scope ...............................................................................................................................................1 
 
2 Terms and definitions ....................................................................................................................2 
 
3 Symbols ..........................................................................................................................................3 
 
4 Classification ..................................................................................................................................4 
4.1 General ............................................................................................................................................4 
4.2 External imperfections ..................................................................................................................4 
4.3 Internal imperfections ....................................................................................................................4 
 
Annex A (informative) Guidelines for practical evaluation of imperfections ..........................................16 
 
Annex B (informative) Evaluation ................................................................................................................17 
 
Bibliography ...................................................................................................................................................24 
 


		2026-05-11T10:12:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




