DIN EN 15051-3:2014-03 (E)

Workplace exposure - Measurement of the dustiness of bulk materials - Part 3:
Continuous drop method

Contents Page
] =Y T o o 3
0 £ Yo 11T 3 T o O 4
1 S o o o - 5
2 Normative referenCes ... e 5
3 Terms and definitioNS ........ccooiiceciiiicce e e mn e s e nnnee 5
4 L= o L1 =Y 4 L= o £ NS 6
41 =Y o 1= - | 6
4.2 Condition of the bulk material ... 6
4.3 Sample and environmental control ... —————————— 6
4.4 1T Lo =3 (BT = 2 41 =T 41 S 6
4.5 T 1 1= 4] | 6
4.6 IS5 A oo = LT - 6
4.7 Replicate teStS ... 6
4.8 =T oY o 11 T 6
5 Continuous drop Method ... e sn e e s e s mnn e e e e e nnnns 6
5.1 Description of test apparatus ...........cccccciiiiiiiccccscrrr e ———————— 6
5.2 T =) 8
5.3 N Lod 11 P o V=T 1811 o 5.0 | SR 8
5.4 Preparation of test Sample ... ————————— 8
5.5 Preparation of test apparatus ... —————————— 9
5.6 TSt ProCEAUIE ... ane 9
5.7 Weighing the filters ... —————————— 9
5.8 Determination of the inhalable and respirable dustiness mass fractions .............cccccceeeeeens 10
6 Evaluation of dUStINeSS ........ccoiiiiiiiirrirrr e e 10
7 =53 B8 C=1 o T 1
{271 o e [ =T o] 4 17/ SRR 12



		2024-05-05T23:24:38+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




