
 

 - 1 -

DIN EN 16057:2012-07 (E) 
 
 
Influence of metallic materials on water intended for human consumption - 
Determination of residual surface lead (Pb) - Extraction method 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Reagents  ......................................................................................................................................... 5 
 
6 Apparatus  ........................................................................................................................................ 6 
 
7 Test specimen  ................................................................................................................................ 6 
7.1 Method-control-sample (MCS)  ...................................................................................................... 6 
7.1.1 Use of method control sample  ...................................................................................................... 6 
7.1.2 Material of method-control-sample  .............................................................................................. 6 
7.1.3 Geometry  ......................................................................................................................................... 6 
7.1.4 Manufacturing process for the MCS  ............................................................................................ 7 
7.2 Process sample (PS)  ...................................................................................................................... 7 
 
8 Test procedure  ............................................................................................................................... 7 
8.1 Method-control-sample (MCS)  ...................................................................................................... 7 
8.2 Preparation of the test solution  .................................................................................................... 7 
8.3 Blank sample  .................................................................................................................................. 8 
8.4 Assembly of the test specimen  .................................................................................................... 8 
8.5 Extraction procedure  ..................................................................................................................... 8 
 
9 Control criteria for the method  ..................................................................................................... 9 
 
10 Determination of residual surface lead (Pb)  .............................................................................. 10 
 
11 Test report  ..................................................................................................................................... 11 
 
Bibliography  ................................................................................................................................................... 12 
 


		2026-05-12T04:01:12+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




