ISO 4982:2023-06 (E)

Plastics piping systems for non-pressure underground conveyance and storage of
non-potable water - Arch-shaped, corrugated wall chambers made of PE or PP used
for retention, detention, storage and transportation of storm water systems - Product
specifications and performance criteria
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