DIN EN 12485:2026-07 (E)

Chemicals used for treatment of water intended for human consumption - Calcium
carbonate, high-calcium lime, half-burnt dolomite, magnesium oxide, calcium
magnesium carbonate and dolomitic lime - Test methods
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