ISO/TS 24137:2023-02 (E)

Plain bearings - Surface modification by press fitting solid lubricants combined with
micro dimple processing

Contents Page
0T =TT o iv
L Yo 11T T v
1 £ o o o - OSSR 1

2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS 1

3 Terms and definitioNs ... s 1

4 85 1T T 1

5 1 1= = S 2
5.1 Target Materials ........ooo e ————— 2

5.2 85T o] [ I LT e T (Y 2
6 (o T Y 2
6.1 =Y =T | 2
6.2 Formation of dimples ... ———— 3
6.2.1 (€71 4 =T - T 3
6.2.2 SOt PEENING ..t ——————— 3
6.2.3 Interrupted MIicro CUtting ... ———————————— 4
6.3 Supply of solid IubFICant ... 5
6.4 Press fitting of solid lubricant ... e s 5
Annex A (informative) TeSt FeSUILS ..........coorieeciiiicer e smn e s s e e s 7

{271 oo | o 1)V SRR 12



		2026-06-24T10:54:30+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




