DIN EN ISO 7590:2010-03 (E)

Steel cord conveyor belts - Methods for the determination of total thickness and
cover thickness (ISO 7590:2009)

Contents Page
0T =T o 3
1 £ o - PSS 4
2 Terms and definitioNs ..o 4
3 T T 1 o 4
4 N ¢ o 2= T = 10 = 4
4.1 Dial gauge micrometer for methods A1 and A2 ... 4
4.2 Optical measuring instrument for method B ... 5
5 e T o= LT 5
5.1 7= o = T 5
5.2 L= T L= 0 0T o A Yo ] L 5
5.3 Test pieces and test SPECIMENS ........cccciiiiiiiiisirinirr s s s 5
5.31 7= o 1= | 5
5.3.2 Test pieces and test specimens for method A1 ... 5
5.3.3 Test specimens for method A2 ... e e 6
5.34 Test specimens for Method B ... 6
5.4 Measurement of thiCKNESS ... e 6
5.41 =T g o Yo I Ny S 6
5.4.2 LT g o Yo R 7
5.4.3 =T g o T I 8
6 TESE FEPOIT ... s s s sssssssssssssssssssssssnsssssnnnnsnnnsnnnnnnnnnnnnn 8
=1 o7 [T Yo | = T o 17/ 10



		2026-05-15T00:28:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




