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Passenger car tyres - Method for measuring relative wet grip performance - Loaded

new tyres
Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 TermsanddefinitioNs ... e 1
4 Methods for measuring Wet grip .....cccccccerirrrimrnssrresssmreressere e sss e s sme e s e e e e sme e e e s mnn s 2
5 General test CoONItioNS .........ccoiiiiiicr e 2
5.1 Track characteriStiCs ... s 2
5.2 L'4" L= 8 g T T oo T 1 T'o o L= RS 3
5.3 Atmospheric CONItioNS ... ———————————— 4
5.4 REfErENCE tYre ..ot 4
6 Measurement of tyre wet grip on a standard vehicle ..........cccoociimminiiinnns 4
6.1 T T T oS 4
6.2 o T 4 =T 0 S 4
6.2.1 7= 111 = 4
6.2.2 Measuring eqUIPMENT ........ .. e 4
6.3 Conditioning of the test track ... e e 5
6.4 Test speed measurement reqUIreMENLtS ........cccccveiiiiccrsmmerrrrnnssssssssesreseesssssssssmseseesessssssssnssssssesss 5
6.5 BN TIE: 18 e 1B 41 42 S 5
6.5.1 Tyre preparation and break=in ... ——— 5
6.5.2 I8 = 8 (o - L 5
6.5.3 Tyre inflation PreSSUre ... 5
6.6 g Yo=Y o 1 S 5
6.7 Processing of measurement reSults ..........ccccciiiiiniiis s —————_— 6
6.7.1 Calculation of the average deceleration, AD ..........cccccimminmmr 6
6.7.2 Validation Of FESUILS ... e s e n e e e s me e nn e e s mn e e ennan 6
6.7.3 L0 1 [T F=Tu Lo T e V=1 = Ve 1= Y 7
6.7.4 Calculation of braking force coefficient, BFC ... e 7
6.7.5 Calculation of the relative wet grip performance index of the tyre ........cccccririecccicrneiennccne 7
6.8 Wet grip performance comparison between a candidate tyre and a reference tyre using a
Lo 01 £ e I 3/ =SS 8
6.8.1 =Y 4 1= - SN 8
6.8.2 Principle of the approach ... —————————— 8
6.8.3 Selection of a control tyre set ... —————— 9
6.8.4 Storage and Preservation ... ——————————— 9
6.8.5 Replacement of control tyres ........cccoiiiiiiin s ————— 9
7 Test method using a trailer or a tyre test vehicle ..., 9
71 o ] 0 oo [ 9
7.2 B ICET3 =T o o 2 T -1 OSSR 9
7.3 Selection and preparation of test tyres .........cccccii e ————— 1
7.4 Preparation of apparatus and test track ...........ccccocciiriiiiiccccscriir e 1
7.41 LI IR 1 11 1= S 1
7.4.2 Tyre test VENICIE ... ——— 12
7.4.3 Instrumentation and equUIPMENt ... ————————— 12
7.4.4 Conditioning of the track .........cccociiiiii i ———— 12



7.5 [ €7=Y 0 1= 1= 1R =Y A oY o Lo 114 oY s - 12

7.6 o o= o 11 12
7.7 Processing of measurement reSUILS ..........ccccoiiiceimrincccrrrrscsr e e 13
Annex A (informative) Example test report of wet grip index ..o 15
231 o e [ =1 ] 4 7/ PR 18



		2026-07-12T06:53:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




