ISO 7233:2016-10 (E

Rubber and plastics hoses
vacuum

)

and hose assemblies - Determination of resistance to

Contents Page
[0 T o o iv
L o LT T N \'
1 S o o o - 1
2 NOIrMative referenCes ...t ————— 1
3 Termsanddefinitions ... ——————————— 1
4 T T3 1 oSS 1
5 Y o o = 1 = 1 {0 SR 1
6 TESE PIECES ..eiiiiiiii i E e an e nnane 2
7 Conditioning of test PIECES ... ——————————— 2
8 IS T3 o] = 2
9 g oY eZ=Yo [T = (4 =Y d o Lo T - 2
10 (g Yo=Y L] = (5 173 4 Ve T 1N = T PSSR 2
11 Procedure (Method C) ...t s s s s e 2
12 B I =T oo o 4
7] o 1o =T ] 1)/ 6



		2024-05-14T19:52:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




