ISO 4079:2017-07 (E)

Rubber hoses and hose assemblies - Textile-reinforced hydraulic types for oil-based
or water-based fluids - Specification

Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 Terms and definitions ... 2
4 L0 F= TS 1T 1T o 2
5 Materials and CONSIrUCLION .........ooi i e 2
5.1 0T == 2
5.2 HOSE aSSEMDIIES .....ocoiiiieie e e 2
6 [ 11 04 L= L= T o S 4
6.1 Hose diameters and hose concentriCity ........ccccccciiiriiiiinni s 4
6.2 = g T | o 4
7 Performance reqUIre@mMents ..........ooo i 4
71 =Y o = - | 4
7.2 Hydrostatic requirements ... 4
7.3 Minimum bend radius ... e 6
7.4 ResiStance t0 iMPUISE ... sn e e s s sm s e e e e s e s mmn e e e en s s s nnnmnnnes 7
7.41 Water-based fluid impulse test ... 7
7.4.2 Oil-based fluid iMmpulse test ... —————— 7
743 Optional imMpulse test ..o ———————————— 7
7.5 Leakage of hose assembIies ..o —————— 8
7.6 L0 o Lo I 1= 4 1 1 S 8
7.7 Adhesion between COMPONENES ... s 8
7.8 VaCUUM rESISLANCE .......ooiiieiiieieiiiicrsier s r e mms e e e s e ms e e e s e e s e e mmmn e e e s e e e a e mnmnnenneas 8
7.9 FIUid reSiStancCe ... s 9
7.9.1 7= o = - | 9
7.9.2 L0 T =TT 153 - T 9
7.9.3 L AT L= g = ST 53 = T = 9
7.10 L0 00T L= =TT L= - 1 Lo 9
7.1 Visual eXaminNation ..o an 9
8 1= L T 9
8.1 [0 T - S 9
8.2 HOSE@ @SSEMDIIES ... ms e e s 10
Annex A (normative) Type and routine testing of production hoses ..........ccccvreecirrrcecerrrccceer e 11
Annex B (informative) Periodic testing of production hose ... 12

Annex C (informative) Recommendations for lengths of supplied hoses and tolerances on lengths

Lo 0 Lo X3 =3R= ETT =Y 3 1] o =3 13



		2026-05-12T13:46:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




