ISO 28017:2018-02 (E)

Rubber hoses and hose assemblies, wire or textile reinforced, for dredging
applications - Specification

Contents Page
0T =T o iv
1 8T o o1 1

2 Normative referenCes ... 1

3 Terms and definitions ... 1

4 L0 F= TS 1T 1T o 2
41 L0 - L= - 2
4.2 =T [ 2
5 Materials and CONSIrUCLION .........ooi i 3
5.1 [0 o= S 3
5.2 Flotation Material ... e 3
5.3 End fittings and end connections ... —————— 4
6 DIimension and tOIEraNCeS ... 4
6.1 D 1= 114 T=1 = S 4
6.2 Hose assembly length ... 5
7 L V£ o= 1IN o] (o o 1= 4= 5
71 R0 o] o 7= e 1 4 o111 4 e L= S NS 5
711 Abrasion resistance of liNiNG .......cccccceiiiiiiiicccccrrrr e snme e e e s 5
71.2 Tear strength of liNING ......eoiiii i —————_— 5
713 Rebound resilience of liNiNG ... ———— 5
71.4 0O2z0Nne resiStanCe Of COVEN ... s s mmn e s s s sammnn e e e e e e s 5
7.2 Performance reqUIremMents ... 6
7.21 Hydrostatic reqUIrements ........cccociiiiiiiimi s ——————— 6
7.2.2 Change in [eNgth ... —————————— 6
7.23 Bending test ... e 7
7.2.4 Leakage of hose assemblies (proof pressure test) ........cccccccmrrirmrrrcccrrenccce e 7
7.2.5 Minimum reServe DUOYANCY ........cooiiiiiiimiiiiiiiiccsrnr s s s aamn e 7
7.2.6 Flotation material FECOVEIY ...t ss s e e s s s smn e e e e s s mnmnnnes 8
7.2.7 Adhesion between COMPONENES ........ccciiiiiiiiicciscrrrr s sse e s s smnn e e e e e e s s s nnnnnees 8
7.2.8 Adhesion between end fitting and liNiNg ... —— 8
7.2.9 Minimum tensile strength of empty hose assembilies ..........cccocvmriniiinnni e, 9
7.210 VaCUUM r@SISTANCE ......coiiieeiriiriiiiscesnnre e s s s sssssmmsrr s s e s ss s s sams e e s e s sa s s smmsre e s eesan s snme s e e s essanssnnnnnsnnsss 9
7.211 Dimensions of flange and other connections ..........ccccciiiiiin e ——_— 9
7.212 Visual eXamination ... e e 9
7.3 Frequency of teStiNg ......cccvvieiiiiniirir i ————————— 9
8 Test certificate Or report ........... e an 10
9 1 T ] 3V S 10
10 Recommendations for packaging and Storage .........cccecccvemmmimiiiscccssseere s cssseee e ss s ssnmnens 10
Annex A (normative) Type tests and routine tests ........cccccvccriniiicccc e —— 11

Annex B (normative) Measurement of adhesion between end fitting and lining ........ccccococcninrinnnnnneen. 12



Annex C (normative) Hose assembly tensile-strength test

Bibliography ...



		2026-06-20T18:32:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




