
 
 - 1 -

DIN EN 1014-4:2010-11 (E) 
 
 
Wood preservatives - Creosote and creosoted timber - Methods of sampling and 
analysis - Pa rt 4: Determination of the water-extractable phenols content of creosote 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Principle ..........................................................................................................................................4 
 
4 Reagents .........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................5 
 
6 Preparation of the calibration solutions and of the test samples .............................................6 
6.1 Preparation of calibration solutions .............................................................................................6 
6.2 Preparation of the test sample ......................................................................................................6 
6.2.1 General ............................................................................................................................................6 
6.2.2 Preparation of "large" test samples .............................................................................................6 
6.2.3 Preparation of "small" test samples ............................................................................................6 
 
7 Procedure ........................................................................................................................................7 
 
8 Calculation ......................................................................................................................................7 
 
9 Expression of results .....................................................................................................................7 
 
10 Precision .........................................................................................................................................8 
10.1 Repeatability ...................................................................................................................................8 
10.2 Reproducibility ...............................................................................................................................8 
 
11 Test report .......................................................................................................................................8 
 
Annex A (informative) Example of chromatogram ......................................................................................9 
 
Annex B (informative) Interpretation of the test results ............................................................................10 
 
Bibliography ...................................................................................................................................................11 
 


		2026-07-12T10:04:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




