DIN EN 12722:2014-02 (E)

Furniture - Assessment of surface resistance to dry heat (includes Amendment
A1:2013)

Contents Page
Lo =TT 3
1 8T o o1 4
2 Normative referenCes ... 4
3 Terms and definitions ... 4
4 a1 e o [ 5
5 Apparatus and MAterialS ... s 5
5.1 TREIMOMELET ... 5
5.2 HEAt SOUICE ......eeiieiiiie it e e e aar e s n e e e nn s 5
5.3 0 = o N 6
5.4 Cleaning ClOth ... ————————————————— 6
5.5 Heat-insulating foam ... ————— 6
5.6 Diffuse light SOUIFCE .....cccueiiiiiiii it e 6
6 Preparation and conditioning .........ccccccimiiniiimiini s ————— 7
6.1 L0 o g T 11 1T 11 4V X 7
6.2 B IS T U - T Y 7
7 L= 3 0 =T L1 7
71 53 11 T R SRR 7
7.2 Test temMPEratures ... ———— 7
8 Examination of the test panel ... ————— 8
9 Assessment of resUlts ... —————————— 8
10 =53 98 0= o T 8
Annex A (informative) Significant technical changes in revised edition of this standard .................... 11
{271 o e [ =T o 4 17/ SRR 12
Tables Table 1 -- Descriptive numerical rating code ........cccociiiii e ——— 8
Figures Figure 1 -- Aluminium block used as heat SOUrce ..........ccccoiniiiirinicc 6



		2026-06-20T05:34:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




