ISO 13061-3:2014-12 (E)

Physical and mechanical properties of wood - Test methods for small clear wood
specimens - Part 3: D etermination of ultimate strength in static bending

Contents Page
[0 T o o iv
L o T LT o Vi
1 S o o o - 1
2 NOIrMative referenCes ...t ————— 1
3 Termsanddefinitions ... ——————————— 1
4 T T3 1 oSS 1
5 Y o o = 1 = 1 {0 SR 1
6 Preparation of test PieCes ... ———————————— 2
6.1 7= o = | 2
6.2 Moisture content of test PIECES ... ———— 2
7 g o o= o 11 3
8 Calculation and expression of reSUlts ........cccccoiccciiiiiiiii s e anes 3
9 IS5 8 (= oo o RS 4
7] o [T =T ] 1)/ 5



		2026-06-12T08:06:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




