DIN EN 15416-3:2017-05 (E)

Adhesives for load bearing timber structures oth er than phenolic and aminoplastic -
Test methods - Part 3: Creep deformation test at cyclic climate conditions with
specimens loaded in bending shear

Contents Page
LT e oY== T4 T o] =T o 3
o Yo 11T T o 5
1 5 oo o - SR 6
2 NOIrMAtive refErEeNCEeS .......coi i mm e e e e e e 6
3 Terms and definitioNs ... 6
4 T T T oS 7
5 Y o o 2= = 1 F = 7
5.1 =53 0 7
5.2 Climate ChamDbEer ... e e e e e e e e e e e e s 8
5.3 L= T U T T o T= 11 T - S 8
6 2 (=T o =1 €= 1T g e ] o T=T 310 1= 4 T SR 8
6.1 7= o =1 - | 8
6.2 L0 T 01 7T e 8
6.3 L0 T 01 7o) 10
7 Test procedure, evaluation and expression of reSults ..., 10
71 JLICET3 o o= LT - 10
7.2 Evaluation and expression of reSUILS ......c.cccevicciemiiiiiccccc s 1
8 =53 08 =1 o T 12



		2026-05-11T11:40:37+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




