DIN EN 15416-1:2017-05 (E)

Adhesives for load bearing timber structures other than phenolic and aminoplastic -
Test methods - Part 1: Long-term tension load test perpendicular to the bond line at
varying climate conditions with specimens perpendicular to the glue line (Glass
house test)
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