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Laminate floor coverings - Determination of impact resistance

Contents Page
0T =T o iv
1 S o o o - 1
2 NOIrMALIVe FEFEIrENCES ......ooiieeieiccie e e e e e e n e e s e e e smn e e e s mn e e e s ne e e n s nmnnnan 1
3 Terms and definitioNs ..o ———————— 1
4 Y o o 2= 1 - 1 {0 SRR 2
41 Small-diameter ball apparatus ... ———————————— 2
4.2 Large-diameter ball apparatus ..........ccccciiiiiiimiiini e 4
5 BICETS3 = 01T o 14 =T o 8
51 7= T - N 8
5.2 Specimens for the small-diameter ball test ... e 8
5.3 Specimens for the large-diameter ball test ...........cccoiiieeirircece e 8
5.4 L0 o g T 11 1T 11 4V X 8
6 L 0T eT= o 11 - N 8
6.1 Impact by small-diameter ball ............. . 8
6.1.1 e T T - 8
6.1.2 1= 3 8
6.1.3 Factors influencing accuracy of the test ... ————— 10
6.2 Impact by large-diameter ball ... ————————— 1
6.2.1 o 1T T o 1
6.2.2 LI 2 R 1
6.2.3 Factors influencing accuracy of the test ... s 11
7 EXPression Of reSUILS ........cccccomiiiiiii e ssscr s s ssms e e e e s s s smn e e e s e s s e nmme e e e e s e mnnne 12
71 Small-diameter Ball ... ——————————————— 12
7.2 Large-diameter ball ... e e e e s e s smn e e e e s nmn e e e e e n e nnnne 12
8 = o T3 oY o T 12
9 TESE FEPOIT .. 12
[ T0 o [T - o )/ 13



		2024-05-04T08:14:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




