ISO/IEC 7811-2:2014-08 (E)

Identification cards - Recording technique - Part 2: Magnetic stripe - Low coercivity

Contents Page
0T =T o iv
1 5 o o o - OSSR 1
2 L0704 T 1T 1T - N 1
3 Normative references ... ————————————————— 1
4 Terms and definitioNs ... nas 2
5 Physical characteristics of the identification card ...........ccccconnrininriic e, 3
5.1 Magnetic Stripe area WarPage .......ccccuceeeeiirisremmnssrsriss s s 3
5.2 Surface diStOrtioNS ... 3
6 Physical characteristics of the magnetic Stripe .........ccccvrroemrnccccern e 4
6.1 Height and surface profile of the magnetic stripe area ........cccocoocemerrccmrrccccrrrcce e 4
6.2 ST Ty = Vo =30 o T8 T | 0] 4 Lo S 7
6.3 Adhesion of Stripe tO CArd ...........cccceceiiiiiii e r e e e e e e e s 7
6.4 Wear of magnetic stripe from read/write head ... 7
6.5 Resistance to ChemiCals ... s 7
7 Performance characteristics for the magnetic material ...........cccccmvriiininnics e, 7
71 = T o | N 7
7.2 Testing and operating environment ..o ————— 7
7.3 Signal amplitude requirements for magnetic media ..........cccoiirieeciiinccccr e 7
8 Encoding teChNIQUE ... s 8
9 Encoding specification, general ... s 9
9.1 2N g Ve | L= =T 2] (o 11 o SR 9
9.2 Nominal bit density ... —————————————— 10
9.3 Signal amplitude requirements for tracks 1,2 and 3 ... 10
9.4 Bit configuration ... ———————— 1
9.5 Direction of reCOrding .........cccciiiiiiiiminnsir e ————— 1
9.6 Leading and trailing ZEroes ..........ccccoeemminismmms s 1
10 [T aTeToTe [ a¥e T o =T 31Tz 1T o] 4 - 1
10.1 Alphanumeric track, traCk 1 ... s 11
10.2 [\ T3 (= o L 4 = Lo SR I - Vo 14
10.3 NUMEIC traCk, TracCK 3 .....cciiiiieeieiiiiiiiiriem i iirrr s rsssese s e s e s s s s s s s e e s e e s s anaas e e e e s s nasass e e s ennsnnnnssnsnnens 16
11 g o e 1= =Y o2 3T o 16
11.1 - 1 17
11.2 Longitudinal redundancy check (LRC) .......ccccurimiinnimmminerriers s s s 17
12 Location of encoded traCks ... s s 17
Annex A (informative) Read compatibility of magnetic stripes -- ISO/IEC 7811-2 and ISO/ IEC 7811-6
......................................................................................................................................................... 19
Annex B (informative) Magnetic stripe abrasivity ........ccccccciiiiicimminscccecrr e 20



		2024-05-15T12:59:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




