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DIN EN 2135:2018-02 (D/E) 
 
 
Luft- und Raumfahrt - Stahl FE-PL61 - Aufgekohlt, gehärtet und angelassen - Stangen 
- D<(Index)e> <kleiner => 40 mm; Deutsche und Englische Fassung EN 2135:2017 
 
Aerospace series - Steel FE-PL61 - Carburized, hardened and tempered - Bar - 
D<(Index)e> <kleiner => 40 mm; German and English version EN 2135:2017 
 
 
Inhalt            Seite 
 

Europäisches Vorwort ....................................................................................................................................................... 3 

Einleitung .............................................................................................................................................................................. 4 

1 Anwendungsbereich ............................................................................................................................................ 5 

2 Normative Verweisungen .................................................................................................................................. 5 

3 Anforderungen ...................................................................................................................................................... 5 
 

Contents Page 

European foreword ...................................................................................................................................................... 3 

Introduction .................................................................................................................................................................... 4 

1 Scope .................................................................................................................................................................... 5 

2 Normative references .................................................................................................................................... 5 

3 Requirements ................................................................................................................................................... 5 
 


		2026-06-28T09:38:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




