DIN EN 1071-6:2008-01 (E)

Advanced technical ceramics - Methods of test for ceramic coatings - Part 6:
Determination of the abrasion resistance of coatings by a micro-abrasion wear test

Contents Page
0T =T o 3
1 £ o - PSS 4
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 4
3 Terms and definitioNs ... 4
4 Significance and USEe ... ————— 4
5 e T T 1 o 5
6 Apparatus and MAaterials ... s 5
6.1 TESE SYSLEM ... s nnnnnnnnn 5
6.2 TeSt DaAllS ... ——— 7
6.3 TESE SIUITY s s s s s s s s sssssssssssssssssnssssnsnsnsnnnsnnnnnnnnnnnnn 7
6.4 Measurement of crater dimenSioNS ..........ooc i 8
7 Preparation of test PI€CEeS ... 8
8 =53 8 oo = [T - 9
8.1 Different types of test ... ————— 9
8.2 Test Type A: No perforation of coating ........cccccviiiminii 9
8.3 Test Type B: Perforation of coating ........cccccceiimiiiiiccccecriri s 1

9 YN B 1T L3 (=1 | SR 13
9.1 Test Type A: no perforation of coating .......cccccvviicccciemriii e 13
9.2 Test Type B: perforation of coating ........cccccciiiiiiiiccccccrrir s s 13
10 Test reproducibility, repeatability and limits ..........ccccoviiiiinnir . 15
10.1 Reproducibility and repeatability ...........ccccccciiiiiimmni e ——— 15
10.2 T 16
1 =53 0 =Y o XY o 18
Annex A (normative) Measurement of coating thickness ..........cccccmiriiiccciinincc e 19
=1 o7 [T Yo | = T o 17/ 20



		2026-06-05T06:14:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




