ISO 1827:2007-07 (E)

Rubber, vulcanized or thermoplastic - Determination of shear modulus and adhesion
to rigid plates - Quadruple-shear methods

Contents Page
0T =T o iv
1 £ o - PSS 1
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 1
3 Terms and defiNitioNS ... n s nnnnnnnnnn 2
4 e T T 1 o1 2
4.1 Method A -- Determination of the shear modulus ..., 2
4.2 Method B -- Determination of the adhesion ... s 2
5 Y o 0T T -1 U 2
6 =553 S =Y o 2
6.1 Shape and diMENSIONS .......ccccccciiiiiiiirc s e e s s s s s s e e e e s sasssssmnneeeneseasnssnnnnenssnsssnnnns 2
6.2 Preparation ... 3
6.3 Number of test PIECES ... 4
7 Time interval between vulcanization and testing .........ccccovivinnis 4
8 CoNAIIONING ..eeiiiiiiiii i ———————— 4
9 Temperature Of teSt ........ccccciiiiiiicccccr e e s s sm e e e e s s s nm e e e e e e e e s nnnnnne e e eenannnn 4
10 e T o= LT - 4
10.1 =T g o o 4
10.2 =T g o T N 5
1 EXPression Of r@SUILS ........ooiccccciiiiiiic s rss e s e e e s smn e e e e e s s s mnme e e e en s nanmmnn e e e s 5
11.1 =T g o Y o 5
11.2 =T g o Y N S 6
12 =53 0 (=Y o To Y o 6
121 oY gl 4 L=1 1 3 o o B NP 6
12.2 oY gl 4 L=1 1 3 o o N = PP 7



		2026-06-20T20:11:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




